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Analysis of KEROX-ME50 MEKP Catalyst
Key Data
1 Active Oxygen 8.75%
2 Peroxide Content: 48.10%
3 Proportions for Gel Test - 50
grams GP Resin, 1 ml ME-50, 1
mi C-20
4 Bath temperature 25°C
5 Gel Time 16 Minutes
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